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Úrad pre normalizáciu, metrológiu a skúšobníctvo SR, odbor SÚTN, 2014
Podľa zákona č. 264/1999 Z. z. v znení neskorších predpisov sa môžu slovenské technické normy
rozmnožovať a rozširovať iba so súhlasom Úradu pre normalizáciu, metrológiu a skúšobníctvo SR.
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This Technical Specification (CEN/TS) was approved by CEN on 26 November 2013 for provisional application.  
 
The period of validity of this CEN/TS is limited initially to three years. After two years the members of CEN will be requested to submit their 
comments, particularly on the question whether the CEN/TS can be converted into a European Standard. 
 
CEN members are required to announce the existence of this CEN/TS in the same way as for an EN and to make the CEN/TS available 
promptly at national level in an appropriate form. It is permissible to keep conflicting national standards in force (in parallel to the CEN/TS) 
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Foreword 

This document (CEN/TS 16641:2014) has been prepared by Technical Committee CEN/TC 134 “Resilient, 
textile and laminate floor coverings”, the secretariat of which is held by NBN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, 
Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, 
Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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1 Scope 

This Technical Specification gives guidance in case of complaints when a colour deviation is observed after 
installation of a textile floor covering by the installer and/or end user. 

The colour deviation can be observed within different parts of the installation or between the installed textile 
floor covering and the initially presented sample on which the choice for ordering was made. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies. 

CEN/TS 14472-2, Resilient, textile and laminate floor coverings - Design, preparation and installation - Part 2: 
Textile floor coverings 

EN 20105-A02, Textiles -Test for colour fastness - Part A02: Grey scale for assessing change in colour 
(ISO 105-A02) 

ISO 2424, Textile floor coverings - Vocabulary 
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