ICS 83.180 SLOVENSKA TECHNICKA NORMA November 2015

Lepidla. Skasobna metéda na lepidla na STN
dlazkoviny a obklady stien. Skuska te ¢enia v EN 1902

STN ™

66 8626

Adhesives - Test mthod for adhesives for floor and wall coverings - Shear creep test

Tato norma obsahuje anglickl verziu europskej normy.
This standard includes the English version of the European Standard.

Tato norma bola oznamena vo Vestniku UNMS SR &. 10/15

Obsahuje: EN 1902:2015

Oznamenim tejto normy sa rusi
STN EN 1902 (66 8626) z oktébra 2001

121666

Urad pre normalizaciu, metrolégiu a skasobnictvo SR, 2015
Podla zakona €. 264/1999 Z. z. v zneni neskorSich predpisov sa moZu slovenskeé technické normy
rozmnozovat a rozSirovat iba so suhlasom Uradu pre normalizaciu, metrologiu a skusobnictvo SR.



STN EN 1902: 2015



STN EN 1902: 2015

EUROPEAN STANDARD EN 1902
NORME EUROPEENNE
EUROPAISCHE NORM April 2015

ICS 83.180 Supersedes EN 1902:1999

English Version

Adhesives - Test method for adhesives for floor and wall
coverings - Shear creep test

Adhésifs - Méthodes d'essai des adhésifs pour revétements Klebstoffe - Prifverfahren fir Klebstoffe fir Boden- und
muraux et de sol - Essai de fluage sous contrainte de Wandbelage - Zeitstand-Scherversuch
cisaillement

This European Standard was approved by CEN on 16 February 2015.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in any other language made by translation
under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management Centre has the same
status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia,
Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania,
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United
Kingdom.

. — |

EUROPEAN COMMITTEE FOR STANDARDIZATION
COMITE EUROPEEN DE NORMALISATION
EUROPAISCHES KOMITEE FUR NORMUNG

CEN-CENELEC Management Centre: Avenue Marnix 17, B-1000 Brussels

© 2015 CEN  All rights of exploitation in any form and by any means reserved Ref. No. EN 1902:2015 E
worldwide for CEN national Members.



EN 1902:2015 (E)

STN EN 1902: 2015

Contents Page
0T =TT o 3
1 85T o o - PSS 4
2 NOIrMAtiVe refErENCES ... ..o s s e s s e s s mn e s s ans 4
3 Terms and defiNitioNS .......ccoo i 4
4 PriNCIPIE ... s s s s s s s s s s s s s snsssssnnnnssnsnnnsnsnnnnnsnnnnnnnnnnnnnnnnnnnnnnnnn 4
5 Apparatus and MaAterialS..........uuuiiiiiiiiiiiiiriier o 4
6 Preparation of test SPECIMENS ... s s s mnn e e e e s e nnnnnes 8
6.1 (09 1= T3 T ' N 8
6.2 T2 10 0T T T e e = Lo L o] AN 8
6.3 Conditioning of MAtErials ........cccciiiiiiiiiiri s e s sm s e e e e s s s nnmen e e e eennnnnnn 8
6.3.1 Adhesive and floor and wall COVEIINGS .......ccccceriiiiiciismmrire i isscssssere e e s sss s sssssr e e e s s sssssssms e e e s esssssssmnnsssnenes 8
6.3.2 Fibre cement substrate ...........cccoiiiiic e —————————————— 8
6.4 Application Of adheSIVEe ........ooi e e e e nnn e e e e aan 8
6.5 Bonding of the test COVEriNgG ........cccciiiiiiiicc s ssn e e e e e s s s s ame e e e e e e se s nnmnnes 9
6.6 Conditioning of test SPECIMENS ... s mn e e e s nme e e e e e e s nnnnn 9
7 Test procedure and evaluation of test results.........ccccccerriiicccicir e 9
8 =53 S8 (=1 oo o PP 10



STN EN 1902: 2015
EN 1902:2015 (E)

Foreword

This document (EN 1902:2015) has been prepared by Technical Committee CEN/TC 193 “Adhesives”, the
secretariat of which is held by AENOR.

This European Standard shall be given the status of a national standard, either by publication of an identical
text or by endorsement, at the latest by October 2015 and conflicting national standards shall be withdrawn at
the latest by October 2015.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights.

This document supersedes EN 1902:1999.

The main changes in respect to EN 1902:1999 are the following:
— the change of the roller dimensions;

— the change of temperature of conditioning of a substrate.

SAFETY PRECAUTIONS — Persons using this document should be familiar with the normal laboratory
practice, if applicable. This document does not purport to address all of the safety problems, if any,
associated with its use. It is the responsibility of the user to establish appropriate safety and health
practices and to ensure compliance with any regulatory conditions.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece,
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal,
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom.
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1 Scope
This European Standard specifies a test method that gives an assessment of adhesion under long-term shear

stress after bonding floor or wall coverings to a given substrate. The term “wall covering” does not include any
type of wallpaper.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are
indispensable for its application. For dated references, only the edition cited applies. For undated references,
the latest edition of the referenced document (including any amendments) applies.

EN 923:2005+A1:2008, Adhesives - Terms and definitions

EN 1067, Adhesives - Examination and preparation of samples for testing

EN ISO 15605, Adhesives - Sampling (ISO 15605)

EN ISO 10365, Adhesives - Designation of main failure patterns (ISO 10365)

ISO 554, Standard atmospheres for conditioning and/or testing - Specifications

koniecnahladu - textdalejpokracuje v platenejverzii STN
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