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European foreword 

This document (CEN/TS 16892:2015) has been prepared by Technical Committee CEN/TC 249 “Plastics”, 
the secretariat of which is held by NBN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent 
rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey 
and the United Kingdom. 

 

STN P CEN/TS 16892: 2016



CEN/TS 16892:2015 (E) 

4 

1 Scope 

This Technical Specification provides guidance for the minimum content of welding procedure 
specifications for the following welding processes: 

— hot gas welding: round nozzle, high speed nozzle, wedge; 

— extrusion welding; 

— heated tool welding: butt, socket, wedge; 

— solvent welding: socket; 

— electrofusion welding: socket, saddle. 

This Technical Specification applies to the welding of the following products and semi-finished products 
made of thermoplastic materials: 

— sheet; 

— pipe; 

— fittings; 

— lining membrane. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

EN ISO 6947, Welding and allied processes - Welding positions (ISO 6947) 
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