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European foreword 

This document (EN 6037:2015) has been prepared by the Aerospace and Defence Industries Association 
of Europe - Standardization (ASD-STAN). 

After enquiries and votes carried out in accordance with the rules of this Association, this Standard has 
received the approval of the National Associations and the Official Services of the member countries of 
ASD, prior to its presentation to CEN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by May 2016, and conflicting national standards shall be 
withdrawn at the latest by May 2016. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent 
rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, 
Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, 
Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom. 
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1 Scope 

This European Standard defines the procedure to be used to determine the bearing strength of fibre 
composites with multidirectional reinforcement. This standard is applicable to composite laminates 
manufactured from unidirectional tape or woven fabric reinforcement. 

This standard does not give any directions necessary to meet health and safety requirements. It is the 
responsibility of the user of this standard to consult and establish appropriate health and safety 
precautions. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

EN 2374, Aerospace series — Glass fibre reinforced mouldings and sandwich composites — Production of 
test panels 

EN 2565, Aerospace series — Preparation of carbon fibre reinforced resin panels for test purposes 1) 

EN 2743, Aerospace series — Fibre reinforced plastics — Standard procedures for conditioning prior to 
testing unaged materials 

EN 2823, Aerospace series — Fibre reinforced plastics — Test method for the determination of the effect of 
exposure to humid atmosphere on physical and mechanical characteristics 1) 

1) Published as ASD-STAN Prestandard at the date of publication of this standard. http://www.asd-stan.org/
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