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European foreword

This document (EN 16809-2:2017) has been prepared by Technical Committee CEN/TC 88 “Thermal
insulating products and materials”, the secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an
identical text or by endorsement, at the latest by July 2017, and conflicting national standards shall be
withdrawn at the latest by July 2017.

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

Thermal insulation products of buildings — In situ formed products from loose-fill expanded polystyrene
(EPS) beads and bonded expanded polystyrene beads, consists of the following parts:

— Part 1: Specification for the bonded and loose filled products before installation
— Part 2: Specification for the bonded and loose-fill products after installation (the present document).

This document has been prepared under a mandate given to CEN by the European Commission and the
European Free Trade Association.

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria,
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta,
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland,
Turkey and the United Kingdom.
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1 Scope

This European Standard specifies the requirements for products of loose-fill expanded polystyrene
(EPS) beads and bonded expanded polystyrene beads installed in masonry cavity walls and frame
constructions.

This European Standard is a specification for the installed insulation products.

This European Standard describes, when taken together with EN 16809-1, the product characteristics
that are linked to the essential requirements of the Regulation (EU) 305/2011. It also specifies the
checks and tests to be used for the declarations made by the installer of the product and the rules for
the evaluation of conformity.

This European Standard does not specify the required level of a given property to be achieved by a
product to demonstrate fitness for purpose in a particular application. The levels required for a given
application are to be found in regulations or non-conflicting standards. For example, see the note in the
scope of EN 16809-1 regarding the possibility of special water penetration tests in different Member
States.

Products with a declared thermal conductivity at 10 °C greater than 0,060 W/(m-K) are not covered by
this standard.

This European Standard does not cover factory made expanded polystyrene products in the form of
mats, batts, rolls or boards.

This European Standard does not cover products intended for airborne sound insulation and for
acoustic absorption applications.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are
indispensable for its application. For dated references, only the edition cited applies. For undated
references, the latest edition of the referenced document (including any amendments) applies.

EN 16809-1, Thermal insulation products for buildings — In-situ formed loose-fill expanded polystyrene
(EPS) products — Part 1: Specification for the loose-fill products before installation

koniecnahladu - text dalej pokracCuje vplatenejverzii STN
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