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European foreword 

This document (EN 3094:2017) has been prepared by the Aerospace and Defence Industries Association 
of Europe - Standardization (ASD-STAN). 

After enquiries and votes carried out in accordance with the rules of this Association, this Standard has 
received the approval of the National Associations and the Official Services of the member countries of 
ASD, prior to its presentation to CEN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by April 2018, and conflicting national standards shall be 
withdrawn at the latest by April 2018. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, 
Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, 
Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and 
the United Kingdom. 
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1 Scope 

This European Standard specifies two methods for the determination of the application time of sealants. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies.  

ISO 2555:1989, Plastics — Resins in the liquid state or as emulsions or dispersions — Determination of 
apparent viscosity by the Brookfield Test method 

STN EN 3094: 2018

Tlacnoriem1
Odtlačok


	EN 3094(2017)_e_stf.pdf
	1 Scope
	2 Normative references
	3 Terms and definitions
	4 Principle of the test method
	4.1 Method A (viscosity)
	4.2 Method B (extrusion)

	5 Method A (viscosity)
	5.1 Conditioning
	5.2 Procedure
	5.3 Calculation and expression of results

	6 Method B (extrusion)
	6.1 Apparatus
	6.1.1 Sealant application gun
	6.1.2 Sealant cartridge
	6.1.3 Nozzle
	6.1.4 Air supply with a pressure of (620 ( 35) kPa
	6.1.5 Balance with an accuracy of 0,1 g.

	6.2 Conditioning
	6.3 Procedure
	6.4 Calculation and expression of results

	7 Designation
	8 Test report




