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European foreword 

This document (EN 13629:2020) has been prepared by Technical Committee CEN/TC 175 “Round and 
Sawn Timber”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2020, and conflicting national standards shall 
be withdrawn at the latest by September 2020. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 13629:2012. 

The main changes with respect to the previous edition EN 13629:2012 is the correction of subclause 4.4 
Moisture content – misleading link is removed and range of moisture content adopted. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United 
Kingdom. 
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1 Scope 

This document specifies the characteristics of individual hardwood boards and pre-assembled hardwood 
boards with grooves and/or tongues for internal use as flooring. This document covers hardwood boards 
with or without surface coating. 

This document does not cover solid parquet elements. (See Annex C). 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 351-1, Durability of wood and wood-based products — Preservative-treated solid wood — Part 1: 
Classification of preservative penetration and retention 

EN 460, Durability of wood and wood-based products — Natural durability of solid wood — Guide to the 
durability requirements for wood to be used in hazard classes 

EN 1309-3, Round and sawn timber — Methods of measurements — Part 3: Features and biological 
degradations 

EN 1534, Wood flooring and parquet — Determination of resistance to indentation — Test method 

EN 13183-1, Moisture content of a piece of sawn timber — Part 1: Determination by oven dry method 

EN 13183-2, Moisture content of a piece of sawn timber — Part 2: Estimation by electrical resistance 
method 

EN 13647, Wood flooring and wood panelling and cladding — Determination of geometrical characteristics 
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