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European foreword 

This document (EN 13603:2021) has been prepared by Technical Committee CEN/TC 133 “Copper and 
copper alloys”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by November 2021, and conflicting national standards 
shall be withdrawn at the latest by November 2021. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 13603:2013. 

In comparison with the previous edition, the following technical modifications have been made: 

— included the X-ray fluorescence analysis (XRF) to measure the thickness of the tin layer. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom. 
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1 Scope 

This document specifies methods for assessing the tin coating on drawn round copper wire for the 
manufacture of electrical conductors, e.g. according to EN 13602. 

This document includes test methods for the determination of the following characteristics: 

a) thickness of the unalloyed tin coating;

b) continuity of the tin coating;

c) adherence of the tin coating.

WARNING — This document can involve the use of hazardous materials, operations, and equipment. 
This document does not purport to address all of the safety problems associated with their use. It is the 
responsibility of the user of this document to establish appropriate safety and health practices and 
determine the applicability of regulatory limitations prior to use. Moreover this document does not 
cover the aspects related to the people protection against the X-ray. To obtain information applicable to 
this aspect, it is convenient to refer to national and international standards, and also to the local 
regulations if they exist. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 610, Tin and tin alloys - Ingot tin 
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